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TEST SERTIFIKASI/ TEST CERTIFICATE

Kimyasal__f)zellikler EN 10204 3.1'e gore hazirlanmistir./ Chemical Composition Prepared according to EN 10204 3.1
Mekanik Ozellikler EN 10204 2.2'e gore hazirlanmistir./ Mechanical Properties Prepared according to EN 10204 2.2
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Sertifika No/Certificate No| Tarih/ Date

20.11.2024

irsaliye No/ Dispatch No Lot No/ Lot No

2024000025985

4643

Miisteri/ Customer
PARWELD

Uretim Sinifi/ Lot Class

Uriin Ad/ Product Name

Ebad(mm)/ Dimension(mm)

Onaylar/ Approvals

Miktar(kg) Quantity(kgs)

ENI 416 (NiFe) (VAC) 2.50 x 300 (mm) - 1,75 (Kg) 17,5
Standartlar/ Standards
TS EN ISO 1071 E C NiFe-Cl 3,AWS/ASME SFA - 5.15 ENiFe-CI,EN ISO 1071 E C NiFe-Cl 3
Kaynak Metali Kimyasal Analizi(%)/ All Weld Metal Chemical Analysis(%)
Test No C Si Mn P S Cr Ni Mo Cu \% Ti Nb
196282 0,72 1,23 0,66 0,007 0,002 0,043 55,201 0 0,074 0,002 0,039 0
Kaynak Sartlari/ Welding Conditions
Akim Cinsi AC Ark Gerilimi(V) 23 Akim(A) 100
Current Type Arc Voltage(V) Current(A)
On Tavlama(C) ) Pasolararasi Sicaklik(C)
Preheat(C) Interpass Temperature(C)
Kaynak Metalinin Mekanik Ozellikleri/ All Weld Metal Mechanical Properties
Cekme Testi/ Tensile Test
Test No Isil iglem Cekme Dayanimi Akma Dayanimi Kopma Uzamasi
Test No Heat Treatment Tensile Strength Yield Strength Elongation
(N/mm2) (N/mmz2) (%)
Centik Darbe Testi/ Impact Test
o . Darbe Enerjisi
Test No | Gentik Cinsi Isil islem Test Sicakhig Impact Energy(J)
Test No | Notch Type Heat Treatment Test Temperature(C)
1 2 3 4 5 Ortalama
Mean
- ISO-V - - - - - -

Sertlik Testi/ Hardness Test

Kose Testil Fillet Test

Hidrojen Testi/ Hydrogen Test

210(HB)

We hereby certify that the product described above "complies with the term of the order" and "comforms with the related international standards."

Emre YILMAZ
Certification Responsible :

Factory: Oerlikon Kaynak Elektrodlan ve Sanayi A.S. - Organize Sanayi Bolgesi, 2. Kisim 45030 Manisa, Tiirkiye T: +90 236 226 26 00




